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ABSTRAK 
 

Fachrizal, Dian. 2015. Efektivitas Nano Chitosan terhadap Proliferasi Sel 
Odontoblas untuk Membentuk Dentin Reparatif pada Perawatan Pulp 
Capping Gigi Molar Tikus Wistar (Rattus novergicus). Tugas Akhir, 
Program Studi Pendidikan Dokter Gigi Fakultas Kedokteran Universitas 
Brawijaya. Pembimbing: (1) Dr. M. Chair Effendi, drg., SU., Sp.KGA (2) 
Ambar Puspitasari, drg., Sp.KGA 

 
 
Pulpa yang terbuka dapat menyebabkan peradangan pulpa dan berisiko 

menjadi pulpitis. Direct pulp capping merupakan teknik yang banyak digunakan 
untuk menutup langsung di atas pulpa gigi yang terbuka. Chitosan dan 
turunannya dalam bentuk nano partikel, yang disebut dengan nano chitosan 
dapat lebih efektif melakukan rangsangan (excited) dalam sistem sel karena lebih 
mudah melewati membran sel dalam organisme dan berinteraksi dengan sistem 
biologis sehingga dapat dimanfaatkan sebagai bahan direct pulp capping. Tujuan 
penelitian ini adalah untuk membuktikan efektifitas paparan nano chitosan dalam 
meningkatkan proliferasi sel odontoblas dalam membentuk dentin reparatif 
sehingga dapat digunakan sebagai direct pulp capping alternatif pada pulpa 
terbuka di masa depan. Penelitian yang dilakukan menggunakan sampel tikus 
wistar yang dibagi menjadi 4 kelompok, yang diaplikasi eugenol, MTA, chitosan 
dan nano chitosan. Tikus dibedah pada hari ketiga puluh, dilakukan dekalsifikasi 
mandibula, dilanjutkan pembuatan preparat sediaan histopatologi yang 
selanjutnya diperiksa menggunakan mikroskop kamera dan dilakukan 
pengukuran serta analisa data. Hasil penelitian menunjukkan perbedaan 
bermakna proliferasi sel odontoblas dalam membentuk dentin reparatif yang 
mendapat paparan nano chitosan dibandingkan dengan kelompok kontrol 
negatif, kontrol positif dan perlakuan yang dilapik chitosan. Penelitian ini 
membuktikan bahwa pemberian paparan nano chitosan mampu meningkatkan 
proliferasi sel odontoblas dalam membentuk dentin reparatif sehingga gigi lebih 
terjaga kevitalannya. 
 
Kata Kunci : chitosan, karies, nanopartikel, pulp capping, odontoblas 
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ABSTRACT 

Fachrizal, Dian. 2015. The Effectiveness of Nano Chitosan on Odontoblast 
Cell Proliferation in Forming of Reparative Dentine on Pulp Capping 
Treatment at Molar Tooth of Wistar Rats (Rattus novergicus). Final 
Assignment, Dentistry Program, Faculty of Medicine, Brawijaya University. 
Supervisors: (1) Dr. M. Chair Effendi, drg., SU., Sp.KGA (2) Ambar 
Puspitasari, drg., Sp.KGA 

 
 

The opened dental pulp can cause a pulp inflammation and risks of 
becoming pulpitis. Direct pulp capping is a technique widely used to seal directly 
above the opened dental pulp. Chitosan and its derivatives in nanoparticle form, 
which are called by nano chitosan can perform stimulation (excited) in the cell 
system more effectively because it can pass through cell membranes in 
organisms easily and interact with biological systems so that it can be used as a 
direct pulp capping material. The purpose of this study is to prove the 
effectiveness of nano chitosan in increasing the odontoblasts cell proliferation in 
forming of reparative dentine that can be used as direct pulp capping alternative 
in open dental pulp in the future. This study was conducted using samples of 
wistar rats which were divided into 4 groups, which are applied with eugenol, 
MTA, chitosan and nano chitosan. The rats were dissected on the 30th day, and a 
mandible decalcification was done, continued by making histopathological 
preparations which were further examined using a camera microscope, then 
measurements and data analysis were done. The results shows a significant 
differences (p<0,05) in odontoblast cell proliferation in forming of reparative 
dentine which given by nano chitosan compared to the negative control group, 
positive control and treatment group given by chitosan. Based on this study, it 
can be concluded that nano chitosan can increase the odontoblast cell 
proliferation in forming of reparative dentine so tooth’s vitality will be more 
protected. 

 
 
Keywords : chitosan, caries, nanoparticle, pulp capping, odontoblast 
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